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TTANJIN GOLDEN BRIDGE WELDING MATERTALS GROUP CO., LTD.
M EFREMERDRGAERLA
MILL CERTIFICATE
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P NO. 890000406208
GB/T 19001-2016/IS0 9001:2015
Commodity Trade Model GB Model AWS Model ISO Model Size Batch No.
w4 M5 Hir S EFES ISOR & M # 5
T AN JQ = EM12K EM12K 2. 5(25KG) 25103763
Execute Standard H4TAR#E AWS A5. 17
Chemical Composition of Welding Wires Mechanical Properties of Deposited Metal Others
A A= A ()| BHMER N % H Hith
Items Requirement Test Result Items Requirement | Test Result Ttems Requirement | Test Result
T H PREE R SLHIE T EH PrAEE R LHNE | PRAEER EWE
C 0. 050—0. 150 0. 088 Tensile Strength 480—660 835 Radiographic Inspection 14 [ 4
S <0. 030 0. 006 U4 3R R (MPa) H AR R IR 1
Mn 0.80—1. 25 1. 06 Yield Strength =400 428
Si 0. 10—0. 35 0.24 JE IR 38 EReLELRPO. 2 (MPa)
P =0. 030 0. 008 Percentage Elongation after Fracture 22.0 33.0
Cu <0. 35 0.10 MHE2EA (%)
V-notch Impact Test Impact Temp. =20 =20
VAYER O SR BRE (C
V-notch Impact Test Absorbed Energy =27 158, 162, 167
VSR O pp A BEKV2 ()
|We Hereby Certify That This Report Is Correct And That All Test R &%Wﬂwﬁg% wth The
Approved by Bpecification Described Herein. The Manufacturing Process Of Oyt Prsdinct Is In Accordgnta Weth The
Wnﬁ__uu_u;.w_.l_u Certification Condition. We Are Responsible For The Quality Of H.i_znﬁm _\w.
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Add: No.1, LiuJing Road, DonglLi Development Area, TianJin, China
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website:www. t jgoldenbridge. com

H1 i : 022-58296666 Tel:0086-22-24997375
B AR :market@t jgoldenbridge. com

34 (Post Code) :300300
E-Mail:export@tjgoldenbridge. com




