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Commodity Trade Model GB Model AWS Model IS0 Model Size Batch No.
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[ eSS E6013 E6013 3.2 25091793
Execute Standard HiTHrME AWS A5. 1
Chemical Composition of Deposited Metal Mechanical Properties of Deposited Metal Others
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MHE PRAEEESR SEHIE i H RAEER LHE T E PRAEE R LHE
C =0. 20 0. 095 Tensile Strength =430 499 Fillet Atk otk
Mn 21,720 0.28 R 3R EERm (Pa) ik
Si <1.00 0.23 Yield Strength =330 419
Cr =0. 20 0.079 JRIRFIEReL (MPa)
Ni <0. 30 0.010 Percentage Elongation after Fracturg =17 26.0
Mo <0. 30 0. 005 2 ()
v <0. 08 0. 008
S T 0. 027
P = 0.026
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DonglLi Development Area, TianJin, China
website:www. t jgoldenbridge. com

i1 : 022-58296666 Tel:0086-22-24997375
HLME : market@t jgoldenbridge. com

M4 (Post Code) :300300
E-Mail:export@tjgoldenbridge. com




