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Commodity Trade Model GB Model AWS Model IS0 Model Size Batch No.
m & M 5 Eri 5 XS ISOR S M #t 5
BRI E6013 E6013 4.0 25071675
Execute Standard hiT#R#HE AWS A5.1
Chemical Composition of Deposited Metal Mechanical Properties of Deposited Metal Others
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Ttems Requirement Test Result Items Requirement | Test Result Items Requirement | Test Result
A PRAHEER LHE me PRAEE R SEJME 1 H PRAEE R FLHME
C <0. 20 0. 090 Tensile Strength =430 502 Fillet & ERis
Mn <1.20 0. 27 i35 R (MPa) ik
Si <1.00 0.19 Yield Strength =330 400
Cr =0.20 0.16 JH IR 5 Re L. (MPa)
Ni =0. 30 0.012 Percentage Elongation after Fracturg =17 28.0
Mo =0. 30 0. 005 ez (%)
v <(0.08 0. 008
S — 0. 026
P = 0. 039
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website:www. t jgoldenbridge. com

HL I - market@t jgoldenbridge. com E-Mail:export@tjgoldenbridge. com




